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Typical analysis %
C

0.40
Mn
0.70

Cr
0.80

Ni
1.80

Mo
0.25

Reference 
standard

AISI 4340, DIN 34CrNiMo6, 
W.nr. 1.6582, BS EN24, AFNOR 35NCD6, 
JIS SNCM 439

Delivery 
condition

Quenched and tempered to 293-352HB

Mechanical Properties
Typical values under 
supplied condition

Yield strength, Rp 0.2,
N/mm2 ≥ 850

Tensile strength, N/mm2 ≥ 980

Elongation, A
5
, % ≥ 14

Reduction of area, Z, % ≥ 45

Impact strength
(Charpy-V at ~23oC),  J/cm2 ≥ 55
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